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Ne Name of educational institution, country / Project name / Author(s) / Scientific supervisor(s) / Average score /
Hasga 3aknany ocBitu, kpaina Hazga npoekrty Astop(n) KepiBuuk(n) Cepenniii 6an
1 |HauionanbHuii TexHi4HUM yHiBepcuTeT «/lHinmpoBcbka | Topological optimisation of the ladle holder of a Jmutpo 'V3EHKO Haranis POTT 94
noJitexHikay (Ykpaina) telescopic front loader Mupocnas BUIIIHEBEL[bKHUIA
2 |CyMchKkuii HalllOHATBHHIA arpapHUi yHIBEPCHUTET Investigation of the parameters of the quality of the Tapac TAMKO B'stueciaB TAPEJIBHUK 90
(Ykpaina) surface layers of parts of agricultural machines during €sren PEJIbKO
electrospark alloying with subsequent surface plastic
deformation
3 |XapkiBChbKUI HaIllOHAILHUM aBTOMOOLIBHO-TOpOkHIN | Strenghthening of turbine blades with high frequency Amppiit [TY TIBCHKUIA Jiana I'JIYIIIKOBA 89,5
yHiBepcurer (YkpaiHa) currents Cepriit CEJIE3BHbOB Buamucnasa BAVIAJIA
4 |Mixnapoana Axkanemisx [Ipukmagaux Hayk B Jlomxi  [Increasing the durability of gray iron pump parts Volodymyr HALAS Dariusz TOMASZEWICZ 89,5
(ITosp1ma); Aptrem KPUBEHKO Haranis JIAJIASAPOBA
XapKiBCHKHI HAIliOHAJIBHUN aBTOMOOTBHO-I0POXKHIH
yHiBepcurer (YkpaiHa)
5 |/IbBiBCHKUI HAI[IOHAIBHUN YHIBEPCUTET Assessment of weld defects using computer vision Poman MVJISP Biraniit BIACOBELb 89,5
NIpUpOJOKOpUCTyBaHH (YKpaiHa) technologies Makcum BYHYOK Pycnan 'YMEHIOK
6 |YxpaiHChbKuil Jep)KaBHUN YHIBEPCUTET HAYKH i Formation of structure and properties of aluminum alloy Jiana BOJIMHIOK Onexciit HOI'OBILIMH 88
TexHoJori# (Ykpaina) D16 in the technological chain "Rolling casting — hot Tersina AIOITIOBA
deformation — heat treatment"
7 |HauioHanbHUN yHIBEpCUTET HUBLILHOTO 3aXHUCTY Research of film solar cells on a flexible substrate Amxenika CKPUITHUYEHKO Harans MIHCBbKA 88
VYkpainu (Ykpaina) Banepis KAJIAIITHIKOBA
8 [XapkiBchbkuii HalliOHATBHUI aBTOMOOUTEHO-TOpOXKHIH | Increasing the resource of welded metal construction Hapuna JIVJIIY Ipuna JJOIIEYKIHA 87,5
yHiBepcureT (Ykpaina) agricultural machinery
9 |HauioHansHui YHIBEPCUTET LUBUILHOTO 3aXHCTY Gas sensor based on ZnO Anina KYJIMK Harans MIHCBbKA 87,5
Vkpainn (Ykpaina) [Opiit KO3JIOBCHKHIA
10 |Cymcokuii nepxaBHui yHiBepeuTeT (YkpaiHa) Investigation of the structure and properties of Onekcanap KOILIEJIBHUK Oxkcana TATIOHOBA 87
antifriction electrospark coatings Jleonin BEPEIIIAK
11 [/IHimpoBchbkuil AepaxaBHUN TEXHIUHUN YHIBEPCUTET Titanation camshaft in the conditions of self-propagating €srer CBIBOBIY Bopuc CEPEJTA 86
(Ykpaina) high-temperature synthesis Bcesonox BAPHABCHKHIA
12 |HamionaneHuii TeXHIYHUI yHIBepcHuTeT «XapkiBcbkuii | Study of the influence of the initial state of the material Beponika CKAJIIBOI" Omner BOJIKOB 86
MOJIITEXHIYHUH THCTUTYT» (Y KpaiHa); on the characteristics of its strengthening using friction Mukosna [TUJIUITEHKO Hiana ['JTYILIKOBA
XapKiBChKUH HAllIOHAILHUN aBTOMOO1TBHO-IOPOXKHIMH
yHiBepcureT (Ykpaina)
13 |Jlyupkuii Hal[lOHAJTBHUH TEXHIYHUN YHIBEPCUTET Using Self-Propagating Temperature Synthesis (SHS) in Anna TAPACIOK Bikrop PYIb 85,5
(Ykpaina) Production Engineering Materials IMasmo SJIOBCHKUM
14 |HauionanbHuii TexHiuHu# yHiBepcuteT «XapkiBebkuid | Study of the influence of the angle of sharpening of flat Apmnacracisg FOIIIKO Ouner BOJIKOB 85,5
MONITEXHIYHUN 1HCTUTYT» (Y KpaiHa) woodworking knives on the ability to additional Inna IIEPEJIMI'TH
thermofriction strengthening of their working surfaces
15 |XapkiBchkuii HaIllOHAJIBLHUI aBTOMOOITBHO-T0poXHINH  |Surface strengthening of the relevant parts of the Onekcannp APEMEHKO Hiana ['JTYILIKOBA 85
yHiBepcureT (Ykpaina) hydraulic hammer electrospark alloying Awnppiit JUTEHKO Amnppiit CYMIHOB




16 |HauionansHuii yHiBepcuTeT «3amnopizbka moiitexHika» |Analysis of the media influence on the corrosion Tersna TOJIYMBOBCBKA Onexciit HAPIBCbKUAI 84,5
(Ykpaina) resistance of plate-like heat exchangers made of Amnppiit TAJIEBUY
06KhN28MDT steel
17 |Hamionaneawuii yHiBepcuTeT «Omechka MoTiTeXHIKa Research of bio-mimicked medical trauma plates ITaBmo ITPOKOITIOBUY Kocrsatur IAJIOPA 83,5
(Ykpaina) manufactured using additive manufacturing
18 [Mixnaponna Axagemisax [Ipuknagaux Hayk B Jlomxi | Application of plasma coatings for restoration of Piotr PLEWNICKI Dariusz TOMASZEWICZ 83
(ITonmpira); crankshafts Onekcanap 3YBKOB Miana I'JTYIIKOBA
XapKiBChKUH HalliOHAILHUN aBTOMOOUTBHO-JOPOXKHIH
yHiBepcuteT (Ykpaina)
19 |3amopi3bkuii HalioHaTBHUH yHIBepcHuTeT (YKpaina) Making XXC26-BI alloy material by the method of double Cepriit IBAHHIKOB Tersna HECTEPEHKO 83
remelting of heat-resistant nickel alloy waste Muxaitno FOPOB IOpiit BEJIOKOHb
20 |IIpunninpoBcbka AepxaBHa akagemis OyaiBHunTBa Ta  |Modeling the Structure and Properties of Carbon Steel Amnacracig KJIbOK Bonoxumup BOJIYYK 83
apxitekTypu (YkpaiHa); Using Fractal Theory Jenuc TKAYEHKO Jiana I'JIYIIIKOBA
XapKiBChKUI HalliOHAILHUN aBTOMOOUTBHO-0POXKHIH
yHiBepcuteT (Ykpaina)
21 |HamionanbHuii TEXHIYHAN YHIBEPCUTET YKpaiHH Corrosion resistance of VT6 alloy with complex Mapis BEPE3A Tersna JJIOCKYTOBA 82,5
«KHiBChKHI TOJMITEXHIYHAN IHCTUTYT iMeHi [ropst chromium-alloyed coatings Bikropis Y IKA
Cikopcpkoroy» (Ykpaina)
22 |BinHuMIbKHI HAaliOHATEHUI arpapHUA YHIBEPCUTET Justification of the method of metal bending FOpiit MYPABCBKUI Irop BABIH 82,5
(Ykpaina)
23 |[IpuaninpoBchka aep)kaBHa akaneMis OyniBaunTBa Ta  |Influence of the smelting method of ZrINb zirconium Amnrenina MOCBITAH Bipa BAXPYIIIEBA 82
apxirektypu (YKpaiHa) alloy on the macro- and microstructure of pipe billets Haranis ['PY3IH
24 |HamionansHuii yHiBepcuTeT «JIbBiBchbKka monmiTexHika»  |Determination of the causes of premium destruction of Mapisa HIBEJ] Jlinis BOI'YH 81,5
(Ykpaina) the piston of the scooter
25 | TepHOMiIbCHKUI HAlIOHANBHIN TeXHIYHUI yHiIBepcHTeT Research of the properties of powder tool alloys Hapis JAPMOPIC Cepriit MAPUHEHKO 81,5
imeni IBana [Tymos (Ykpaina)
26 |XapkiBcekuii HanionansHui yHiBepcuteT [loBitpsaux  Theoretical studies of the use of atomic oils with Maxkcum BOPEIb Muxaiino I[O.HIHCBKI/Iﬁ 81,5
Cuun imeni IBana Koxxeny6a (Ykpaina) revitalizers (HADO) in the units of automobile base Bonogumup KPACHOKYTCHKUM
chassis and special equipment of electric and gas
equipment samples
27 |Hamionaneuuii yHiBepcuter «IlontaBebka mositexHika |Methods for improving the manufacturing process of Bomogumup KOJIOJOYKA Muxona HECTEPEHKO 81
imeni FOpis Konapariokay (Ykpaina) small-batch production of automotive parts using 3D Onmera [TPY IHIK Tersna HECTEPEHKO
printing
28 |LlenTpansHOyKpaiHCHKUM HAI[IOHAIBHUM TEXHIYHUI Improving the mechanical and technological properties of] €rop BEJIbUEHKOB Onexcanap KY3UK 81
yHiBepcutet (YkpaiHa); aluminium casting alloys by exposing them to an external Mark VASILIEV Piotr CHMIELEWSKI
MixkHapoHa akaJeMis NIpUKIagHUX HayK y Jlomoxki dc magnetic field
(Ilonpma)
29 | XepCOHChKHI HaBYAIbHO-HAYKOBHUH IHCTUTYT Improvement of roller feeding mechanism electrode wire Banentun PEBSKIH Bonogumup JIEBEJIEB 80
HarrionanpHOTrO yHIBEpCUTETY KOpaOaeOyayBaHHS iM.
aaMipana Makaposa (Ykpaina)
30 |IIpukapmaTchkuii HallIOHAIBHUN YHIBEPCUTET iMEHI Antisite defects in semiconductor materials PbTe and JIro60B BABIHYYK Irop TOPIHOK 80
Bacunsa Credanuka (Ykpaina) CdTe bornan POMAHIB Ipan SIPEMIIA
31 |XmenpHunbkuit HamionanpHuK yHiBepceuTeT (Ykpaina) |Choice of material and strengthening technology car Maxkcum YEBAH Omera IPOBOT 80
suspension springs ITaBno KAITJIYH




32 |MuxonaiBcbkuil HallioHaNbHUM arpapHuil yHiBepcuteT |Restoration of hydraulic cylinders of agricultural Muxaiino BPU3I'AJIOB Jmutpo MAPYEHKO 79,5
(Ykpaina) machinery with a dimensional composite coating based Anronina [PUT"OPEHKO Onexkcannp JIUMAP
on chromium
33 |MukonaiBcbkuii HamioHaNbHIN arpapHuii yHiBepcuter | Technological ensuring the durability of parts Jmutpo MEXEC asmo [OJISTHCHKUM 79
(Ykpaina) Irop HHOJITHCHKUMN Onena BAPAHOBA
34 |MuxonaiBcbkuil HalfioHansHUM arpapHuil yHiBepcuteT |Technological process of injection molding Maxcum IIVJIBI'TH Onena BAPAHOBA 79
(Ykpaina) Makcum I'”ABPUJIFOK Iano ITOJISTHCHKUIA
35 [XapkiBchkuii Hal[lOHAJBHUI YHIBEPCHTET Tempering of steels with low-power lasers of the UV Muxaitno AIIWMH Onbra AOGAHACBEBA 78,5
panioenekTpoHikH (Ykpaina) range
36 |MuxonaiBchkuil HallioHansHUH arpapHuil yHiBepcuter |Research of laser welding of aluminum alloys Cranicnas 'PUBOB Bonogumup MAPTUHEHKO 75
(Ykpaina) Maxcum TYMAKOB
37 |TepuominbchKuii HanioHABHUH TexHIUHMIA yHiBepcuTeT |Sintered alloys based on tungsten carbide Bomogumup KYBAX Cepriit MAPUHEHKO 74
imeHi [Bana [Tymos (Ykpaina) Jannno MUXHIOK
38 |/lHinpoBchbKuil AepkaBHUM TeXHIUYHUI yHIBEpCHTET Strengthening of truck gearbox parts under conditions of Onexcanap MUIIOUIXIH Bopuc CEPEJJA 73
(Ykpaina) self-propagating high-temperature synthesis Muxaiino 'OJIOBAH
39 |HamionansHuii TEXHIYHUEA yHIBEepCHTET YKpaiHU Corrosion resistance of USA steel after complex Cgitiana [IOT'MBKO Mapuna BOBIHA 73
«KHiBChKHIA TTONMITEXHIYHAN IHCTUTYT iMeHi [ropst saturation with vanadium and chromium Hap’s COJIOHYYK
Cikopcpkoroy» (Ykpaina)
4() |AnimpoBchkuil nepxaBHU TEXHIYHUN YHIBEPCUTET Preparation of boron protective coatings on the gas Jimutpo MUXAMJIOB Bopuc CEPEJJA 72,5
(Ykpaina) distribution mechanism of a truck Muxkura TAPAH
41 |CyMchKuit HalliOHAILHUN arpapHUi YHIBEpCHTET Investigation of the effect of modes of non-abrasive Bixrop BEPBHSK Muxaitno JYMAHUYK 72
(Ykpaina) ultrasonic finishing on the properties of the surface layers €pix CAMOMJIEHKO
of parts
42 |HamionansHuii TexHiuHMY yHIBepcUTET YKpaiHu The effect of alloying on the porous structure during Muxkura KOBAJIEHKO Tersina COJTOBHOBA 72
«KuiBcpKkuil MONITEXHIYHUN IHCTUTYT iMeHi Irops sintering of iron-based compacts Ilerpo JIOBOJA
Cikopcpkoro» (Yxpaina)
43 |Oxkeancwkwmii yHiBepcutet L[3stacy (Kuraif); Dynamic eddy current method of metal type control Minghao SONG Ivan BILYUK 72
MukonaiBChbkuii HaIllOHAJBHUIT arpapHuii YHIBEpCUTET Bonommvup HAPIEBCHKHI Onena BAPAHOBA
(Ykpaina)
44 |YuiBepcurer Hayku 1 Texniku Yancy (Kurait); Increasing the reliability of friction pairs when using Fan XIAOYA Liang Yu CHEN 71
MuxkonaiBCbKU HaIllOHAIBHUN arpapHUil yHiBepcUTeT —|composite metal-ceramic coatings Irop OXPUMEHKO Onexcannp JIUMAP
(Ykpaina)
45 | XapKiBChbKH HAllIOHAILHUN YHIBEPCUTET Study of nanomaterials by ultra-high resolution optical Jarnno PAXYBOBCBKUN Onpra AOGAHACBEBA 71
panioenekTpoHiku (Ykpaina) microscopy Onekcarnnp PUBIHCHKUN Slna CAILIKOBA
46 |Cymcpkuii HanioHANBHUN arpapHUll yHIBEpCUTET Metalographic studies of the vacuum application of a Januno IETPYCEHKO Onexcannp PAJIIOHOB 71
(Ykpaina) "stellite" type coating on steel with subsequent sintering Biraniit KOCEHKO
of the composite material and mechanical processing of
the working surface
47 | AHimpoBChKUI NepiKaBHUN TEXHIYHUHA YHIBEPCUTET Strengthening of truck rear axle parts under conditions of Muxura TAPAH Bbopuc CEPEJIA 71
(Ykpaina) self-propagating high-temperature synthesis Amnaroniit JUCEHKO
48 | XapKiBChKHi HalliOHAILHUN YHIBEPCUTET Interaction of metamaterials with Gaussian beams of Biraniit BOI'JJAHOB Onpra AOGAHACBEBA 70,5

pagnioenekTpoHiku (YKkpaiHa)

electromagnetic radiation




49 [3anopi3bkuil HarioHansHUi yHiBepcuTeT (YKpaiHa) Obtaining protective coatings on titanium Cepriit CYBOPOB IOnis BOHJJAPEHKO 70,5
Jmutpo CABOIIIEHKO
50 |XapkiBchkuii HalllOHAJIBHUI YHIBEPCHTET Scattering of electromagnetic radiation by artificial €rop CAEHKO €pren OJAPEHKO 70,5
panioenekTpoHiku (Ykpaina) materials with negative refraction
51 |IIpukapnaTchkuii HalliOHAIBHUN YHIBEpCUTET iMeHi Crystal and magnetic structure of nanodispersed Fe/Ti02 Banentun BAPI3IN Isan SIPEMIIA 70,5
Bacunsa Credanuka (Ykpaina) system for use in lithium power supplies Muxaitno I'VITYJISIK
52 | YuiBepcurer Hayku i TexHiku Yancy (Kuraii); Increasing of the wear resistance of materials through Hong SHENGZHE Liang Yu CHEN 70
MukonaiBchbkuii HalllOHAJBHUI arpapHuii yHiBepcuteT |application of the pre-recrystallization thermal method Maxcum I"ABPUJIIOK Onexcanap JIUMAP
(Ykpaina) processing for alloyed steels
53 |/lyupkuii HanioHaIBHUM TEXHIYHUI yHIBEpPCUTET Production of IIIX15 steel powder from bearing ring Amngpiit 30PUY Biraniit KAIIMLbKUI 70
(Ykpaina) machining waste
54 |XapkiBchkuii HAI[lOHAJIBHUI YHIBEPCUTET Laser surface strength of fuel equipment parts Biraniit [IMBIHCEKUI Onpra AOGAHACBEBA 70
panioenektpoHiku (YkpaiHa); Janmmo POXKKO Oner IBAHYEHKO
Harrionanpha akanemis HamionansHoi reapaii Ykpainu
(Yxpaina)
55 |/lHinpoBchbKuil AepkaBHUM TeXHIUHUI yHIBEpCHTET Obtaining chrome protective coatings on car steering Pycnan KAPITEHKO Bopuc CEPEJJA 70
(Ykpaina) parts IaBno BOCKOBIMHHUK
56 |Cymchkwuii nepxxaBHuii yHiBepcuTeT (YKpaiHa) Research of the damage of the rolling surfaces of railway Onis MOJIHAP Tersua TOBOPYH 70
wheels Karepuna MACAJIITOBA
57 |Tepromninschkuii HalioHanbHUM TexHiuHUi yHiBepcuteT | The influence of nanoadditives on the properties of Muxkona XPUCTIOK Cepriit MAPUHEHKO 70
imeni Iana [Tymros (Ykpaina) sintered solid alloys borgan ®EITNY
58 |CyMchkuii HalliOHAIBHUI arpapHUi YHIBEPCHTET Investigation of the influence of the energy parameters of s CTAXEEB Muxaitno JYMAHUYK 69,5
(Ykpaina) the cementation process by the electrospark alloying Jmutpo LIYMUJIO
method on the properties of the surface layer of steel
parts
59 |HauionansHuii yHiBepcuTeT «3amnopisbka noaitexnika» |Organization of the work of the heat treatment shop Tersna CTEITAHEHKO Onexcannp HECTEPOB 69,5
(Ykpaina) during the period of martial law Co¢is CTEITAHEHKO
60 |TepHomizbchKHit HalIOHANBHUIN TeXHIYHUIA yHiBepcuTeT |Optimization of physical and mechanical properties hard Awnppiit LITAHBKO Banepiii JASAPIOK 69,5
imeHi [Bana [Tymos (Ykpaina) alloys based on multicarbide basis for a cutting tool Tapac IIIABATIBCHKHIA
61 |Hauionanenuii yuiBepcuter «IlontaBceka nomitexnika |Research on the effectiveness of the muffler design for Bixrop TPYILIEHKO Muxkona HECTEPEHKO 69,5
imeni FOpis Konapatrokay (Ykpaina) exhaust gases in specialized machinery based on the Onexcannp PEBA Terssna HECTEPEHKO
KRAZ 65055 truck
62 |[IpukapnarchKkuii HaIOHATBHUN YHIBEPCUTET iIMEHI Magnetic force microscopy of epitaxial films of ferrite- Bnamucnas JIOBEBUY Isar SPEMIM 69,5
Bacuns Credanuka (Ykpaina) garnet Boraan 3ACIABKO
63 |Hauionanbuuii yHiBepcuTeT «3amnopisbka nomitextika» | Titanium powder materials in the manufacture of €srer BUIIIEHKO Onexcanap CMOJIIKOB 69
(Ykpaina) products using additive technologies Biraniit T[PEBEHIOK
64 |LlenTpanbHOYKpaTHCHKHIA HAIIOHATBHAN TEXHIYHHH Influence of laser processing modes on microgeometry Maxkcum HATOB Bixrop AYJIIH 69
yHiBepcureT (Ykpaina) parameters of the surfaces of machine parts and Onexcanap IHEBYEHKO Mukomna BOCUI
mechanisms
65 |YkpaiHChKuil fepxaBHUI yHIBEPCUTET HAYKH 1 Foundry aluminum alloys cold rolling Hanuno KOBAJIb Terssna AIOIIOBA 68,5
TexHoorii (Ykpaina) Jmurpo XOMEHKO
66 |CyMchkuii nepxxaBHuii yHiBepcuTeT (YKpaiHa) Improving the technology for increasing tool wear Muxaitno JJAB1JJOBUY Oxkcana TATIOHOBA 68,5

resistance by electrospark alloying

Jlap’s JEHUCEHKO




67 |3anopi3bkuii HarioHaNIbHUH yHiBepcHTeT (YKpaiHa) NanoArt and metallurgy: symbiosis of art and Maxcum KYYEPEHKO Oxcana BOJEHHIKOBA 68,5
nanotechnology during the war Kupuno ITIIITEHKO
68 |3amopi3bkuii HalioHambHUH yHiIBepcuTeT (YKkpaina) Thermomechanical hardening of special-purpose steels Oser KYITHIPEHKO IOpiit BEJIOKOHb 68,5
Poman KY JIAJIBIIEB Bborman )KOJIOBKO

69 |/lyupkuii HarlioHaIBHUM TEXHIYHUI yHIBEpCUTET Metallothermy in technologies of disposal of Anina KPABYEHKO Bixrop PY b 68
(Ykpaina) metalworking wastes Mupocnas KUPUUVYK

70 |[TpuaninpoBchKka aepikaBHa akaaeMist Oy iBHUITBA Ta Mathematical Model for Predicting Mechanical Oxkcana IOIIIKO Haranis POMAHOBA 68
apxirektypu (YKpaiHa) Properties Outexcanap HOBULIBKUM

71 |/lyupkuii HanioHaNIBHUM TEXHIYHUI yHIBEpCUTET Biocomposite materials based on bone glue and coffee Inms CTEITAHIOK Oxcana CAZJOBA 68
(Ykpaina) grounds

72 |HauionansHuii yHiBepcuTeT «3amopiszbka mojitexHika» |Processes of crystallization of amorphous alloys based on €sren BULHEHKO Onekcanap CMOJISIKOB 68
(Ykpaina) iron and cobalt under the influence of laser heating Bixrop CABIHIH

73 |Hauionanbuuii TexHiuHU yHiBepcuTeT «/lHinpoBcbka |Enhancing the consumer service of vr glasses by creating Onexcannpa HOBIKOBA Cepriit ®EJJOPSIYEHKO 68
nonitexHika» (Ykpaina) a lens holder Codizs HOXKEHKO

74 |HauionansHuii yHiBepcuteT «OJechka MOMITEXHIKa» Investigation of the antifriction properties of the modified Banepis HOPHOILLTAH Muxona SAMATIH 68
(Ykpaina) layer in titanium alloys after nitriding Karepuna JIEPIA

75 |HauioHanbHuii TeXHIYHUN yHIBEpCUTET YKpaiHU The influence of different types of hardening treatment Onexcanp CUJIOPEHKO Mapuna BOBIHA 68
«KuiBcpKuil MONITEXHIYHUN IHCTUTYT iMeHi Irops on the structure and chemical composition of a nickel I'ne6 JJEBUEHKO
Cikopcbkoro» (Ykpaina) alloy ChS-70

76 |YxpaiHcbkuit qep:kaBHAN YHIBEPCUTET HAYKH i Choosing the optimal steel grade and manufacturing Poman SAIIEHKO Anna T[PEBEHEBA 67,5
TexHoJorii (Ykpaina) process for producing bearings operating at temperatures Jmutpo TYP

0f 60...300°C

77 |/lyubkuii HanioHaNIBHUM TEXHIYHUI yHIBEpCUTET Development of the composition of epoxy composites for Muxkona O'OPOJHIK Biraniit KAIIULbKUI 67,5
(Ykpaina) construction purposes based on mineral fillers

78 | TepHomizbCchKHUit HallOHANBHUIN TeXHIUHUIA yHiBepcuTeT |Research on the heat resistance of a cutting tool on a Irop 3AJIOPOXKHIN Banepiii JASAPIHOK 67,5
imeHi [Bana [Tymos (Ykpaina) multi-carbide base for finishing turning Bornan KO3AK

79 |HauionanbHuii TeXHIYHUN yHIBEpCUTET YKpaiHU Injecting the parameters of magnetic abrasive processing Pycnan IBAHULIBKHIA Mapuna BOBIHA 67,5
«KuiBcpKkuil MOMITEXHIYHUN IHCTUTYT iMeHi Irops into the roughness of the surface of a carbide cutting tool
Cikopcpkoro» (Yxpaina)

80 [I[IpunHinpoBchka aepxkaBHa akaaemis OyaiBaunTea ta  |Model of the Impact of Heat Treatment on the Quality of Amnacracis HECBETOBA Ouexciit BATOPOJIHIM 67,5
apxitextypu (Ykpaina) Cast Iron Rolls Jmutpo JAYEHKO

81 |HauionaneHuil yHiBEpCUTET HUBLIBHOTO 3aXUCTY Study of the effect of temperature on the efficiency of the Kcenis 3YPYEBA Amnppiit ITAPIITAHOB 67
VYkpainu (Ykpaina) solar cell based on CdS / CdTe Jiana KOCMYHA

82 |IIpukaprnatchkuii HalllOHATBHUI YHIBEPCHUTET iMEHI1 Electrochemical capacitors based on nanoporous carbon Tapac TUMO®IN Bornas PAUIN 67
Bacuns Credanuka (Ykpaina) material Muxkoma-€sren IIOTEJIbHULbKIAMN

83 |LlenTpanbHOYKpaiHChKUI HAlllOHANbHUI TEXHIYHHUN Increasing the abrasive wear resistance of parts by Bnagucnas CKPUITYUEHKO Cepriit IUCEHKO 67
yHiBepcutet (YkpaiHa) soldering of ceramic — metal coatings Onexcangap [TAHIIIIKO Anpona KPOITIBHA

84 |XepcoHChKHiT HABYAIBHO-HAYKOBHI IHCTUTYT Development of technology for restoration of diesel €pren 3AIIOPOXELD Bonogumup CITIXTAPEHKO 67
HartionanapHOro yHiBEpCHUTETY KOpabieOyayBaHHS iM. piston pump rod by gas-flame sputtering Imurpo CUHULIBKUIA
aaMipana Makaposa (Ykpaina)

85 |IIpunHinposchka AepkaBHa akanemis OymiBHuITBa Ta  |Study of the influence of chemical composition and Cemer MOCKAJIEHKO Oner Y3JIOB 67
apxiTekTypu (YKpaiHa) structure on mechanical Kocrsatun I'JIAI'OJIEB




86 |XepcoHChbKuUi HaBYAIbHO-HAYKOBUM IHCTUTYT Modeling of thermal processes during welding with a Kocrsarur CTA3IOB Makcum MATBIEHKO 67
HanionansHoro yHiBepcuTeTy KopabneOyyBaHHS iM. non fusible electrode of butt joints of aluminum alloy Mapk TAJTAMJIA
anmipana Maxaposa (YkpaiHa)

87 |Hamionansuuii yaiBepcuteT «Oechka MOMITEXHIKa» Study of transfer of liquid glass in a flat capillary under Kupuio KAJITHIH Jlropmuna COJIOHEHKO 66,5
(Ykpaina) the influence of microwave radiation Karepuna JIJEBIHCbKA

88 |HauionaneHuii yniBepcurer «IlonraBebka nonitexnika [Research on the application of vibration for compacting Spocnas JJEBEJJEHKO Mukona HECTEPEHKO 66,5
imeni FOpis Konppatrokay (YkpaiHa) molding compounds Amnacracis YYMAK Terssna HECTEPEHKO

89 |Hamionanpuuii TexHiuHMiA yHiBepcuTeT «XapkiBebkuit | Formation of a protective coating on cast magnesium Jmurpo CKYBAK Banepis CYBBOTIHA 66
MOJIITEXHIYHUH THCTUTYT» (Y KpaiHa) alloy ml5 by micro arc oxidation (MAO) Basepiit KOJJECHIYEHKO

90 |HauionanbHuii yHiBEpCUTET LIUBLIBHOTO 3aXUCTY A gas analyzer based on ZnO obtained by the sol-gel 1Onis KWJIMHWY Harangs MIHCBbKA 66
VYkpainu (Ykpaina) method Muxkuta BOBPIH

91 |Hauionansuuii yaiBepcuteT «IlonTaBchka nomitextika | Vibrator Cepriit AHTOHOB Muxona HECTEPEHKO 66
imeni FOpis Konaparioka» (Ykpaina) Onexcanap IHEBLIOB Tersna HECTEPEHKO

92 |HauionanbHuii TexHi4HUH yHiBepcuTeT «JlHinmpoBcbka  |Strength assessment of layered elastic elements of a foot Bnangnen APJIAHOB Cepriit OHUIIEHKO 66
nonitexHika» (Ykpaina) prosthesis Cepriit CYPXKKO Tapac YEUEJIb

93 |MukonaiBchbkuil HalioHANBLHIN arpapHuii yHiBepcuTer |Development of extruder cassette manufacturing Janmmo YYPA Bonogumup MAPTUHEHKO 65,5
(Ykpaina) technology T'anna BEJIIHEHKO

94 |HauionanbHuii TeXHi4HUN yHiBepcuTeT «XapkiBcpkuit | Application of mdo technology to create a sublayer for Anna AH/IPYXIB Banepis CYBBOTIHA 65,5
MOoNiTeXHIYHUN 1HCTUTYT» (YKpaiHa) non-stick coating Mapuna KOMEHJIAHT

95 |LleHTpanbHOYKpaTHCHKHIA HAIIOHATBHAN TEXHIYHHH The influence of technological parameters on the Onexcannp LHIUPYJIEHKO Cepriit KOHOHYYK 65,5
yHiBepcureT (Ykpaina) mechanism of formation of spherical graphite inclusions €preniit ABPAMEHKO Onexcanap CKPUITHUK

06 |BinHuIbKUI HaLllOHANBHUI arpapHU YHIBEpCUTET Research and Optimization of Activated Arc s BEPE3OBCHKUI FOpiit TAJIAJIIAYYK 65
(Ykpaina) Metallization Technology Amnppiit KY3bMWY

97 |HauionansHuii TeXHIYHUE yHIBepcHuTeT «XapKiBcbkuii | Strengthening of VT3-1 titanium alloy by microarc Poman HECTEPEHKO Banepis CYBBOTIHA 65
MOJIITEXHIYHUH THCTUTYT» (Y KpaiHa) oxidation €pren ADAHACLHEB

98 |Hauionanbuuii yHiBepcuTeT «OJ1echKa MOIITEXHIKaY Investigation of Ways to Increase the Durability of Mapannan Makcum TAJIBAP Tersna YYMAYEHKO 65
(Ykpaina) Cutting Tools by Additional Low-Temperature Heat Anina TAJJAH30BCbKA

Treatment

99 |XepcoHchKkuit HaBUAILHO-HAYKOBUH IHCTUTYT Optimization of the dimensions of parts of soldered Maxkcum BPEYC T'ennaniit EPMOJIAEB 65
HartionanapHOro yHiBEpCHUTETY KOpabieOyayBaHHS iM. graphite copper nodes based on computer simulation of Mukona BAPABAIL
aaMipana Maxkaposa (Ykpaina) the residual stress-strain state

100 [XepcoHchkuit HaBUaIbHO-HAYKOBUH IHCTUTYT Statistical modeling of properties of semiconductor I'ennaniit HIEBYEHKO Onexcanap LITAHBKO 65
HanionansHoro yHiBepcuteTy kKopabueOy1yBaHHS iM. crystal GaAs Aprem BJIACEHKO
anmipana Maxaposa (YkpaiHa)

101 |Hamionanpuuii Texniuauii yHiBepcureT «/lninmpoBcbka  [Justification of the parameters of finger joint prosthetics Koctautun 3AI'YBA Kupwuno 3IBOPOB 65
noJitexHika» (Ykpaina) with engineering calculation of the characteristics of the Aprem IMUTPIEB

connection of the prosthesis with bone tissue

102 [KpuBopisbkuii nepxaBHuil negaroriunuil ynisepcurer | The method for the production of biopolymer Banepiii 3AALb Amngpiit BO3HAK 64,5

(Ykpaina) nanocomposites with improved mechanical properties Beponika BYTAMOBA




103 [Oxeancokuii yHiBepcuret Lzsaucy (Kutaii); Technology of strengthening of steel parts Ao SUN Ivan BILYUK 64,5
MuxkonaiBCbKUH HaIllOHAIBHUM arpapHUil yHIBEpCUTET Jmutpo KAPITIEHKO Onena BAPAHOBA
(Ykpaina)
104 |Hamionanpuuii yHiBepcuter «Oiechka MoJiTeXHiKa» Research of modern analysis systems microstructure of Biranmiit JEMUJUILTNH Haranist KIIMMEHKO 64
(Ykpaina) materials Muxaitno HETKAUEB
105 [LlenTpansHOyKpaiHCHKUH HAI[IOHAIBHUN TeXHIYHUI The influence of the chemical composition on the Onexcanap HUPYJIEHKO Bikrop JJIOMAKIH 63,5
yHiBepcuret (YkpaiHa) structure and mechanical properties of gray iron castings Bnagucnas MYCIEHKO JIromvmuna MOJIOKOCT
106 |Hamionanenuit ynisepcutet «IlonraBebka nmosmitexnika — [Study of vibrational machining of parts and application Bnagucnas MOMOT Muxona HECTEPEHKO 62,5
imeni FOpis Konaparioka» (Ykpaina) of protective Oxcana CTAHILIEBCBKA Tersna HECTEPEHKO
coatings
107 |/IpBiBChKHMIT HALlIOHATBHUI YHIBEPCUTET Improving the operational durability of spline shafts of Bornan IIIEUTE3 Biraniit BIACOBELb 62
NIpUpoJOKOpUCTyBaHHs (YKpaiHa) automotive gearboxes Poman KYITUK Pycnan 'YMEHIOK
108 |/IbBiBCHKHIT HalliOHANTLHUN YHIBEPCUTET Diagnostics of the final service life of tractor frames IOpiit TEPACIMUYYK Birauniit BTIACOBELIb 62
MPUPOAOKOPUCTYBaHHS (YKpaiHa) Jlro6omup MOT'MITHOK Pycnan 'YMEHIOK
109 |/IpBiBChKHMIT HALlIOHATBHUI YHIBEPCUTET Strength testing of glued joints reinforcing rods - sleeve Hasapiit JTJEBKO Biraniit BIACOBELb 61,5
NIpUpoJOKOpUCTyBaHH (YKpaiHa) Pocrucnas JIOBIMIA Pycnan 'YMEHIOK
110|HarionanapHu# yHIBEpCUTET IIMBIIBHOTO 3aXUCTY Increasing the efficiency of film solar cells based on Bonogumup MA3YPOB €pren CJIEITYXXHIKOB 61,5
VYkpainu (Ykpaina) cadmium tellurides IBan KOXAHEBHUY
111 |Oxkeancekuii yHiBepcuter Lzstacy (Kurai); Combined method of electromechanical processing of Jun SHU Ivan BILYUK 61,5
MuxkonaiBcbKui HalllOHANIBHUM arpapHuil yHiBepcuteT [metals and alloys Aprem MYCIEHKO Iasno ITOJISTHCHKUIA
(Ykpaina)
112 |TIpukapraTchbkuii HalliOHANBHHUH YHIBEPCUTET IMEHI Structure and properties cemented layer of St3 steel IBan 'PUUHIB IMasno KOJIKOBCHKHI 61
Bacuns Credanuka (Ykpaina) Amnppiit [IETPUIIAK
113 |Hamionansuuii yHiBepcuteT «3anopizbka nouitexHika» |The effect of alloying on the microhardness of sealing Katepuna ITYJISAK-JIIOBUMOBA €nuszasera PACOJIb 60,5
(Ykpaina) coatings Anppiit LTYJIAK-JIIOBMMOB
114 |CyMchkuii HalliOHANBHUIA arpapHUil YHIBEPCHTET Investigation of the parameters of the quality of the Amnacracist ABPAMEHKO Cepriit BOH/IAPEB 60,5
(Ykpaina) surface layers of the working surfaces of the shafts of Beponika [IEJTY IYEHKO
centrifugal pumps during electrospark alloying with
subsequent surface plastic deformation
115 |Oxeancokuii yHiBepcuret Lzaucy (Kutaii); Mathematical modeling of the electro-spark alloying Kecheng LU Ivan BILYUK 60
MuxkonaiBCbKuUi HaIllOHAIBHUN arpapHuil yHIBEpCUTET —|process Biraniit THMOIIIEHKO Bonogumup MAPTUHEHKO
(Ykpaina)
116|XapkiBcekuii HanionansHui yHiBepcuteT [loBitpssnux | Theoretical studies of the conditions for achieving Jenuc LIECTAKOB I'ennaniit KOPOCTUJILOB 59
Cun imeni IBana Koxxeny6a (Ykpaina) abnormally low friction and wear Bnamucnas KV /IPSILIOB
117|Yxpaincbkuii nep>kaBHUI YHIBEPCUTET HAYKH 1 Modificated AL-MG-SI-CU alloy structure and Ls KHULI Hatanis [IOTPEBHA 57,5
TexHoJorii (Ykpaina) properties formation Jmutpo KOHOBAJIOB
118 |Cymcbkuit nepxaBuuii ynisepcureT (Ykpaina) Investigation of the structure and properties of the mould SpocnaB TOPOBEHKO Hanis XAPYEHKO 57
matrix Ouer IIIMEHOB
119 |Hamionansuuii TexHiuHuil yHiBepcuteT «/lninposcska  |Improving the operational parameters of an external Tersina IICHUYA Cepriit ®EJJOPSIYEHKO 57
nonitexHika» (Ykpaina) interface device using forced cooling elements I ITYIHA
120|YHuiBepcuter Hayku i texuiku Yancy (Kurait); Modernization of the process of the exhaust system for Wang Cheng NUO Liang Yu CHEN 54
MukonaiBChbkuii HaIllOHAJBHUI arpapHuil YHIBEpCUTET |engines Omnecs 'OJIOCHA Omnexkcanap JINMAP

(Ykpaina)




121 |3anopi3bkuii HanioHaIbHKUN YHiBepcuTeT (YKpaina) Influence of modifiers on the structure and properties of Sxie BOHJIAPEHKO Bonogumup EOAHOB 54
heat-resistant nickel alloys for deposition of ion-plasma Maxcum JJOJIS Onekcanap CAT'YJISAKIH
coatings
122 |Ykpaincbkuii 1ep:kaBHUI yHIBEPCUTET HAYKU i Justification of the Material Choice for the Heavy-Duty Irop BPY2XXHHA Anna TPEBEHEBA 52
TexHoorii (Ykpaina) Vehicle Leaf Springs Amnnpiit 'OJIYB
123 | XepcoHChKkHit IepyKaBHHI arpapHO-eKOHOMIYHUH Technology for the use of sewage sludge in the Bnanucnas PAJIbKO Bonogumup KPABYEHKO 50,5
yHiBepcureT (Ykpaina) production of biofuels and building materials Jlykam I[TICAPEK SAnym JIICOBCHKI
124 [XapkiBcbkuii HarfionansHui yHiBepcuteT [loBiTpsinux | Theoretical and constructive measures for the B’suecnas YEPHUII I'ennaniit KOPOCTHUJIbOB 50
Cun imeHi IBana Koxeny6a (Ykpaina) development of a rectifier control device for the Irop KPABUYK
alternator ['T40-I1146 of the APA-5D aircraft mobile unit
125 | XapkiBchkuii HanioHansHUH yHiBepcuTeT [loBitpssHux  [Analysis of the operation of the motor grader power plant CraniciaB CKPUITAY Muxaitro JJOJTHCHKUH 49,5
Cun imeni IBana Koxxeny6a (Ykpaina) in unsteady-state operation modes when performing Maxkcum IYIEHKO
measures to maintain airfields in operational readiness
126 |/IpBiBCHKMIT HALlIOHATBHUI YHIBEPCUTET Increasing the operational stability of car body parts Biranmiit HTYPAK Biraniit BIACOBELb 48.5
NIpupoJoKopUcTyBaHHs (YKpaiHa) Poman I'OPJJOH Pycnan 'YMEHIOK
127|Cymcbkuit nepxaBuuii yaisepcureT (Ykpaina) Increasing the wear resistance and heat resistance of Biktop 3ABAJIIN Amnppiit IET'YJIA 45,5
foundry tool Jenuc JIOITAPEB
128 [XapkiBchkuii HatfioHansHuil yHiBepcuteT [loBiTpsaux  |Study of the possibilities of improving the drying unit of Bonoxumup MAKOBELbKIH Cepriit BAXHIOK 42
Cun imeni IBana Koxxeny6a (Ykpaina) the unified compressor station UKS-400V-P4 in order to Tannno KAPTOBELIBKUIA
increase its reliability and efficiency of use in performing
tasks under various conditions
129 | YHuiBepcuter Hayku i Texuiku Yancy (Kurait); Modernization of the control system of the electric motor Ying AOYUE Liang Yu CHEN 38,5
MukonaiBchbkuii HalllOHAJBHUI arpapHuii yHiBepcuter |with a frequency converter to control the speed of Borman 'AIOXA Onexcanap JIUMAP
(Ykpaina) rotation of the pump
130 |YHiBepcurer Hayku i Texniku Yancy (Kurait); Study of the characteristics of the operating conditions of Li Xin CHEN Liang Yu CHEN 35
MuxkonaiBCcbKuUi HallloHAIBHUIN arpapHuil yHiBepcuteT |asrt coolants of diesel locomotives Irop XAPBKOB Onexcannp JIUMAP
(Ykpaina)
131 |Okeancekwmii yHiBepcuter L3stacy (Kuraif); Assembly and welding technology of the frame unloader Chenyang PI Ivan BILYUK 28,5
MukonaiBChbkuii HaIllOHAJBHUIT arpapHuii YHIBEpCUTET Biraniit MUKUTIOK Bonogumup MAPTUHEHKO
(Ykpaina)
HpI/IMlTKa 3€JICHUM KOJIbOPOM BHUAUICHO p060TI/I, SK1 IPOUIIIN OO APYTOro Typy 11 eramy Mix 1 O(beClI/IHOFO TBOPYOIr'0O KOHKYpPCY ((MaTeplaH03HaBCTBO)>
T'onosa xypi Bikrop BO'OMOJIOB

Cekpetap xypi

Bnagucnasa BAIZZ[AJ'[A




